PAVEMENT STRENGTH SURVEY
STATE Alaska CITY Kotzebue AIRPORT Ralph Wein Memorial | This is a variation of FAA Form 5320-1-1
CONSTRUCTION DATES Existing SoIL Subbase [Base Surface Pavement
Pavement CLASS Course Course Course Overlay Strength
Conditions (PCI) as
CONSTRUCTIO SOURCE OF of last inspection
IDENT. NAME ORIG. OVERLAY |N AGENCY INFORMATION
RUNWAYS
8" (pre 1994), PS
insulation at 42" 8" CABC $100, T128,
6100-01A Runway (west) Section 1 AIP 3-02-0160-06 60 below surface (pre 1994) 3"AC ST162,7T240
8" (pre 1994), PS
insulation at 42" 8" CABC $100, T128,
6100-01B Runway (west) Section 1 AIP 3-02-0160-07 63 below surface (pre 1994) 3"AC ST162,TT240
8" (pre 1994), PS
insulation at 42" 8" CABC $100, T128,
6100-01C Runway (west) Section 1 AIP 3-02-0160-08 61 below surface (pre 1994) 3"AC ST162,TT240
5.5" CABC $100, T128,
6100-02A Runway (east) Section 2 AlIP 3-02-0160-09 55 8" (pre 1994) (pre 1994) | 3" AC/2.5" RAP ST162,7T240
5.5" CABC $100, T128,
6100-02B Runway (east) Section 2 AlP 3-02-0160-10 63 8" (pre 1994) (pre 1994) | 3" AC/2.5" RAP ST162,TT240
5.5" CABC $100, T128,
6100-02C Runway (east) Section 2 AIP 3-02-0160-11 60 8" (pre 1994) (pre 1994) | 3" AC/2.5" RAP ST162,TT240
TAXIWAYS
100-01 Taxiway A 1994 AIP 3-02-0160-05 81 2" RAP 2"AC
200-01 Taxiway B 1994 AIP 3-02-0160-05 76 2" RAP 2"AC
300-01 Taxiway C 1975 AIP 3-02-0160-06 23 AC
300-02 Taxiway C 1976 AIP 3-02-0160-07 59 AC
24" Emb./4"
400-01 Taxiway D 1985 As-Builts from Nome 26 insulation 9" CABC 3"AC
24" Emb./4"
400-02 Taxiway D 1986 As-Builts from Nome 55 insulation 9" CABC 3"AC
24" Emb./4"
500-01 Taxiway E 1985 As-Builts from Nome 37 insulation 9" CABC 2"AC
24" Emb./4"
500-02 Taxiway E 1986 As-Builts from Nome 73 insulation 9" CABC 2"AC
600-01 Taxiway F 1975 42 RAP
APRONS
West Apron (west side of]
4100-02 apron) 1975 21 AC
West Apron (east side of
4100-01 apron) 1985 As-Builts from Nome 26 9" CABC 3"AC
REMARKS:
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